Certificate EN10204:2004-3.1

DATE OF ISSUE: 2025-06-25

I DESCRIPETION SN IR, e GRADE AlS| 316
ROPE
MILL CERT. N NZDZHB&SI Construction Tu¥ | Liny i RHOL
‘I PO N 101403 D-k.-ﬂ.METER 3,00 mm
| INVOICE MO Sy 20250625 LEMGTH 1000 M
COMTRACTOR . QUANTITY 21528.00 KGS (824 REELS )
CUSTOMER Specification EM 12385-4
CHEMICAL COMPOSITON
c:hamlce:l = Si bn P = Mi Cr Mo
Comp. (%) 0.0870 04400 0850 0.031 0.022 10,10 16.45 2,08

INSPECTION RESULTS Real Mo.:1-624 Sampling MNo. 23

ltems Specification Actual
I-i]i;...;:f Cable 3.00-3.12 mm 3.02 mm
' Breaking Strength L Min. 5.48 kN 585 kN
| Lay Length of Strand 6.5 mm 19,50 mm |
Perfarming 0388 Good
Breaking force factor -
Mu-: TS MIN. 1570MN/MM2

I Country of Production of Wire Rod: Made in China
| Stesl Mill: Jiangsu Yasheng Metal Products Co. Lid. Addr.:Fukang road, Dainan Town, Xinghua, Jiangsu, China
| HEAT/ LOT NO.: 017099

REMARKS

We hareby confirm thal our production
| do not contain stesl  andfor  iron
| products  originating  in RUSSLA,
| meeording o the articls 3g (1) {d) of
Regulation (EU} Mo, 833/2014

We hereby certify that the material
described  hern has  been made  in
accordance with the specification of the
order.
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We want to point out that the installation of the a.m. part is not allowed until it has been clarified that the machine this part
shall be used for correspond to the regulations of the EC machinery rule



