Inspection Certificate

DATE OF ISSUE: 2025-02-11
DESCRIPTION | STAINLESS STEEL WIRE ROPE GRADE AISI 316
MILL CERT.NO.| ACZ - 202502R-0111 Construction | 1x19(5L ) KOSFORM | Lay l L.L
F.O RO 28-240106 DIAMETER 2. 000 mam
{ F24A005-02 ) Length 500 M
CONTRACTOR QUANTITY 381.00 KGS ( 2 SPOOLS )
CUSTOMER St biction BUYER'S SPEC

CHEMICAL COMPOSITION

Chemical Comp. (%) G Si Mn P 5 Ni Cr Mo
KOOX00442 0.0520| 0.2800| 1.6600| 0.0360| 0.0009|10.7800 [17.2100( 2.1000
INSPECTION RESULTS Reel No. - 1 =2 Sampling No. & 1
Items Specification Actual
Dia. of Cable 8.0000 -  B.3200 mm 8.2400 mm
Breaking Strength MIN, 63,70 KN 66.0 KN
Lay Length of Strand - mm 6d.6d  mm
Salt Spray Test Ok
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REMARKS We hereby certify that the material described
herein has been made in accordance with the
Salt Spray Test has been done specification of the arder.
for 168hr. according to ASTM Prior consultation Quality Control |
B 117 Standard./ This certificate is necessary ir_ll.‘i(_‘l:_l for aerospace. nuclear
complies with EN 10204 3.1. or medical applications.
END

We want to point out that the installation of the a.m. part is not allowed until it has been clarified that the machine this part
shall be used for correspond to the regulations of the EC machinery rule



